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Cast Aluminum 6061

Testing Parameters

Strain Rate (1/sec.) Temperature (deg. C Graph Number Pa e Number
0.01 300 66117 2
0.01 420 66116 3
0.01 540 66119 4
0.01 Combination 66123 5
0.1 360 66114 6
0.1 480 66115 7
0.1 Combination 66124 8
1.0 300 66122 9
1.0 420 66109 10
1.0 540 66112 11
1.0 Combination 66125 12
5.0 360 66101 13
5.0 480 66102 14

5.0 Combination 66126 15
12.0 300 66104 16
12.0 420 66103 17
12.0 540 66106 18
12.0 Combination 66127 19
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o, GRAPH NO: 66116
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o GRAPH NO: 66119
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o GRAPH NO: 66123
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o GRAPH NO: 66114
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o GRAPH NO: 66115
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o GRAPH NO: 66122
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o GRAPH NO: 66109
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GRAPH NO: 66112

TEMP: 540 C

STRAIN RATE: 1.0tSEC

04

1i

0

, Q•

m M
I-- rJ -

0

0

CD

Cl)

0.00 0.20 0.40 0.60 0.80 1.00

TRUE STRAIN

,. ., ..,,. i N C E M T -

111



GRAPH NO: 66125
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o GRAPH NO: 66101

TEMP: 360 C

STRAIN RATE: 5.0ISEC

U,,,

Lo
cmJ

0

113

I Iii

Ul)

F.-

U) 0

I-i

C;J

0.00 0.20 0.40 0.60 0.80 1.00

TRUE STRAIN

- NCEMT
13



GRAPH NO: 66102
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o GRAPH NO: 66126
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o GRAPH NO: 66104
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o GRAPH NO: 66103
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o GRAPH NO: 66106
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GRAPH NO: 66127
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